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COMPONINT % TEST
RESULT IIMITS *

sio2 20.48
AlzQ' 5.71
Fe:o: 3.39
CaO 61.91
Mgo 3.62 <= 5%o

SO: <- 2.5 if crA < 5
<:2.8 if C.l\ > 5

LOSS ON IGI]]TION 1.'73 <= 4Yo
Total 99.28

INSOLUBLE RESIDTIE 0.55
FREE LIIIE 1.71

L.S.F 0.91
M.S 2.25
M.A 1_68
C:S 39.28
C: S 29.09
C:A 9.38 <:3.5 forSRPa

C4AF 10.33
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Setting Time

Initial r00

liinal 2:45

Fineness ( Biaine) 2765
>= 250 m:/kg for O.F
>= ?tn mrll-^ f^- . D b ^

Comprcssive
Strength

?.day i4.00 >: l0 MN/m2

>= 32.5 MAJ/mZ

0.8

31.06
Souadness tAut jclavel9p

0.27

Residue % 9:0U- .; 9.t'7
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