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CERTIFICATE OF CEMENT QUALITY

QUALITY CONTROL DEP,\ (LAB.)
( elJ$aill ) / lee,lt ij+4lt fl,!

Rel'erence numb er lI+ 2+3+4+5
Cement tlpe / Portland Cement ( CEntl SR:S_:E n
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Factory / Al-Kufa Cement plant
Sampling date I 11612021 Testtng date I 301612021
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COMPONENT %

Loss on ignition

I"r"l"bl. r*td*

SO:

Chloride content

CrA

TEST RESULT LIMITS * CONFORMITY

2.04 < 4Yo OK

0.75 31.5 %

< 2.5 % for SI{.

OK

2.12 OK

<2.8 Yo for OP .

<0.10% OK

1.56 < 3.5 % for SFl. OK
Mgo < 5Yo OK

TEST RESULT LIMITS * CONFORMITY

Compressive Strength
2 days 17.83 > 10.0 MN/mtl OK
28 days 34.76 > 32.5 MN/m2 OK

. lnitial setting time

Final setting time

Soundness (Autoclave) %

101 > 45 min. OK
03:03 <10h. OK
0.08 < 0.8 OK

Fineness ( Blaine )
lbr OP. > 2500 Cm2lgm
for SR. 3 153 > 2800 Cm2lgm OK

According to I.Q.S No. 5/2019

Final Resull Acceptable
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